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The use of nanostructured probes for chemical sensing has
opened up the ability to detect ultra-low analyte volumes and
achieve nanoscale spatial resolution. Metal nanoparticles
exhibiting localized surface plasmon resonances (LSPRs)
have been at the forefront of this research[1–5] for two reasons:
1) LSPR scattering can be routinely measured from single
nanoparticle probes and 2) the frequency of the LSPR band is
highly sensitive to the local refractive index (nm) around the
nanoparticle as per the resonance condition:[6, 7]

erðwÞ ¼ �2 nm
2 ð1Þ

where er is the real part of the metal dielectric function as
a function of optical frequency w. Analytes, which induce
a change in the local refractive index around the nanoparticle,
are detected by shifts in the frequency of the LSPR scattering
band. The method, while powerful, is limited: chemical
events, which do not involve a large enough change in
refractive index, go undetected.

Herein, we describe LSPRs of doped semiconductor
nanocrystals that are sensitive to redox processes and surface
chemistry. We take advantage of the fact that the LSPR
frequency is proportional to the square root of the carrier
concentration within the nanocrystal. We show, using a few
different examples, that chemical events occurring locally on
the nanocrystal can cause a change in the doping level and
carrier concentration within the nanocrystal, resulting in large
shifts in the LSPR. The basis of this sensitivity is therefore
truly chemical, rather than refractive-index mediated, unlike
conventional metal-nanoparticle-based plasmonic probes.

We employ nanorods of the semiconductor copper(I)
sulfide, which the Alivisatos and Burda groups have shown to

exhibit near-infrared LSPRs owing to heavy p-doping result-
ing from a high level of copper vacancies.[8, 9] Others have
shown similar LSPRs in nanocrystals of copper(I) selenide
and copper(I) telluride.[10–16] LSPR tunability by variation of
the copper vacancy concentration has also been demonstrated
by the Alivisatos and Manna groups: the greater the vacancy
concentration, the higher the LSPR frequency.[9, 10] Metal
nanoparticles do not possess such tunability, as their free
carrier concentrations are large and difficult to perturb
appreciably.

We exploit the well-known chemical sensitivity of cop-
per(I) sulfide,[17] which can be summarized by the chemical
reaction:[18]

Cu32S16 Ð Cu32-nS16 þ n Cu0 ð2Þ

The creation of one Cu vacancy per unit cell (n = 1) results in
copper-deficient sulfide (with a unit cell of Cu31S16), which is
thermodynamically more stable, by �7.3 eV, than the fully
stoichiometric form (with a unit cell of Cu32S16). The reaction
direction is, however, dictated by the chemical potential of Cu
(mCu) in the additional copper species formed on the right. In
general, conditions which stabilize copper (such as lower mCu)
favor the forward reaction involving the formation of copper
vacancies and valence band holes. For example, copper is
much more stable in the form of copper oxide than as Cu0;
therefore, the creation of copper vacancies is strongly favored
(Scheme 1a) in the presence of air or other oxidants:[9]

Cu32S16 þ 1=2n O2 ! Cu32-nS16 þ n CuO ð3Þ
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Along with CuO,[12] Cu2O, known to be stable on the
nanoscale,[19] may also be formed. Reducing conditions, on
the other hand, favor the backward reaction involving the
filling of copper vacancies (Scheme 1 b). Owing to the high
diffusivity of copper atoms in copper(I) sulfide, a well-known
solid-state ionic material,[20] reaction kinetics do not appear to
be a limiting factor, especially in nanocrystals.

In particular, we show that ligands such as alkylamines
and oxidants such as iodine cause p-doping of the copper
sulfide nanorods, manifested by strengthening and blue-shift
of the LSPR band. On the other hand, ligands such as thiols
and electron donating reagents such as sodium biphenyl
reduce the p-doping level of the nanorods, resulting in a red-
shift and suppression of the LSPR. By means of electrical
measurements, we corroborate that shifts in carrier concen-
trations are indeed the cause of the observed LSPR changes.
The p-type conductivity of copper(I) sulfide nanorod films is
enhanced under oxidizing conditions. The application of
reducing conditions causes a reversal of the conductivity
increase. Our results suggest that doped semiconductor
nanocrystals can be used for plasmonic detection of chemical
events, such as charge transfer, redox chemistry, doping, and
ligand binding. In particular, the ability of common ligands
such as amines and thiols to electronically dope quantum dots
is verified by taking advantage of the optical and electrical
sensitivity of the copper(I) sulfide system. We also provide
a detailed characterization of the chemical changes that
accompany redox chemistry and the doping of nanocrystals.

Copper(I) sulfide nanorods used for the studies here were
obtained by cation exchange of cadmium sulfide nanorods
with excess Cu+ (see the Supporting Information), a method
known to yield nanorods with a negligible number of copper
vacancies,[9] as evidenced by the low electrical conductivity of
the nanorods and the lack of plasmonic absorption in the
near-infrared region.

The equilibrium copper vacancy density and p-type
doping of copper sulfide nanorods can be increased by the
addition of ligands or oxidants. We hypothesized that the
addition of amines, which bind strongly to copper, should
assist in extracting copper from the copper sulfide lattice, thus
pushing the equilibrium indicated in Equation [2] to the right.
More copper-deficient stoichiometries (Cu30S16, Cu29S16, and
so on) are also possible.[21] Upon addition of amine to
stoichiometric copper sulfide nanocrystals, we observed that
a strong LSPR mode appeared. Copper appears to be

removed from the lattice by way of formation of a copper–
amine complex, detected by its absorption band at ca. 680 nm
(Figure S3 b). The LSPR mode blue-shifted and increased in
intensity upon each subsequent addition of decylamine
(Figure 1a), thus demonstrating the utility of using LSPR to
monitor progressive changes in the carrier density.

Given that copper extraction from copper sulfide is an
oxidative process, we also hypothesized that common oxi-
dants such as iodine should be capable of the oxidative
extraction of copper ions from copper sulfide through the
formation of copper iodide:

Cu32S16 þ 1=2n I2 ! Cu32-nS16 þ n CuI ð4Þ

The addition of iodine to copper sulfide nanorods led to the
emergence of an LSPR mode, which gradually blue-shifted
and increased in intensity upon incremental iodine additions
(Figure 1b). The ca. 1 eV peak position of the LSPR mode
achieved by the addition of 200 mm iodine corresponds to
a stoichiometry of Cu29S16 or Cu1.8S (see the Supporting
Information), known to be the digenite phase. Concomitant
with copper extraction, copper iodide was formed, as verified
by the appearance of its characteristic absorption band at
410 nm (Supporting Information, Figure S3a).

Thus, both oxidative and non-oxidative copper extraction
can be detected by blue-shifts in the LSPR band. Upon
copper extraction, the band-edge absorption also blue-shifts,
known as a Moss–Burstein shift, as expected from an increase
in the free carrier concentration within the nanocrystals.[9]

Just as the equilibrium of Equation [2] can be driven to
the right by the addition of ligands or oxidants, we expected
that the equilibrium could also be shifted to the left by the
addition of reducing agents. Thiols are known to be mild
reducing agents; incremental addition of undecanethiol to air-

Scheme 1. Chemical sensitivity of copper(I) sulfide. a) The presence of
oxidants such as iodine favors the creation of copper vacancies,
resulting in holes in the valence band of copper(I) sulfide. b) The
presence of electron donors such as sodium biphenyl results in filling
of the copper vacancies.

Figure 1. LSPR detection of vacancies formed in copper(I) sulfide
nanorods by means of ligands or common oxidants. Addition of
decylamine (a) or iodine (b) to fully stoichiometric copper sulfide
nanorods results in the emergence of an LSPR mode due to the
formation of copper vacancies and associated hole carriers. With
increasing addition of amine or iodine, the vacancy concentration
increases, as manifested by a progressive blue-shift and increase in
intensity of the LSPR band. The band-gap absorption onset and
excitonic peak also blue-shift, as expected from an increase in free
carrier concentration (Moss–Burstein shift). The starting nanorods
were prepared by the cation exchange of CdS with Cu+ salt under air-
free conditions, a method which yields fully stoichiometric or vacancy-
free Cu2S.
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oxidized copper(I) sulfide nanorods drove the filling of
copper vacancies, as evidenced by a gradual shift in the
LSPR to lower energies and a reduction in the intensity of the
mode. A possible mechanism can involve either disulfide
formation or coordination of the thiol to metal atoms on the
nanocrystal surface:

Cu32-nS16 þ n CuOþ 2 nRSH! Cu32S16 þ n RS�SRþ n H2O ð5Þ

Cu32-nS16 þ n CuOþ 2 nRSH!
Cu32S16 þ 2n RS-surface boundþ n H2O

ð6Þ

Similarly, the addition of strong reducing agents such as
sodium biphenyl (Figure 2b) also resulted in a red-shift and
suppression of the LSPR band. Sodium biphenyl has been
shown to inject electrons into nanocrystals,[22] which serves to
reverse the hole vacancies in the lattice (Scheme 1b),
although it is unclear as to whether the vacancy is filled by
a sodium ion or a copper ion:[23]

Cu32-nS16 þ n NaðC6H5�C6H5Þ ! Cu32-nNanSþ nðC6H5�C6H5Þ ð7Þ

Cu32nS16 þ n CuOþ 2n NaðC6H5�C6H5Þ !
n Na2Oþ Cu32S16 þ 2nðC6H5�C6H5Þ

ð8Þ

The absorption band-edge also shifted to lower energies
upon addition of either reducing agent, as expected from
a decrease in the carrier concentration within the nano-
crystals. Complete reversal to Cu2S did not appear possible
(Figure 2a), at least with the mildly reducing thiol. Near-
complete suppression of the LSPR was, however, observed
(Figure S4) with the stronger reducing ability of sodium
biphenyl and another reagent, cobaltocene, probably when

employed in excess.[24] Copper oxide or copper iodide could
present a physical barrier, in the form of a thick shell over the
nanorod, or a chemical barrier against complete vacancy
filling. Also, copper oxide and iodide are p-type semiconduc-
tors, whose electronic properties can complicate plasmonic
spectra of the nanorods. But, the influence of a copper oxide
or iodide shell on the NIR LSPR of the nanorods is estimated
to be a small nonresonant dielectric effect, as both these
semiconductors have band-to-band transitions in the visible
region (Figure S5). Also, the hole-density of either p-type
semiconductor is not adequate to support an NIR intraband
absorption or LSPR of its own.

Electrical measurements serve to directly confirm that the
chemical events responsible for LSPR changes indeed
modulate the doping level and carrier concentration within
the nanocrystal.[25] The conductivity of a nanocrystal film
scales monotonically with the free carrier concentration of the
effective media:

s ¼ N e m ð9Þ

where N is the majority free carrier density, e is the elemental
charge, and m is the free carrier mobility. Equation (9)
assumes ohmic conduction and carrier-concentration-inde-
pendent mobility, which are reasonable approximations for
a heavily doped transistor device.[26] Moreover, regardless of
the assumptions, conductivity still varies monotonically with
the free carrier concentration.

We investigated the effects of redox doping on the
electrical properties of nanorod films through field-effect
transistor (FET) measurements. Films of freshly exchanged
copper(I) sulfide nanorods were drop-cast from solution onto
highly doped silicon substrates with 300 nm of thermally
grown gate oxide and patterned gold contacts. Film thick-
nesses were estimated at ca. 150� 50 nm from profilometry.
After drop-casting, films were initially soaked in a solution of
ethanethiol (EtSH; 1 mm) in ethanol to permit exchange with
the native long-chain oleic acid or phosphonic acid ligands,
decrease interparticle spacing, and increase conductivity.[27]

As is typical for heavy doping, the films exhibited large linear
conductivity and no transconductance modulation with
applied gate voltage, thus prohibiting the extraction of field-
effect mobilities (see the Supporting Information).

As shown in Figure 3 a, the small-field (10 mV source-
drain) conductivity of the initial film increases dramatically
upon exposure to air, rising over two orders of magnitude
over 40 h as oxygen creates copper vacancies within the
nanocrystals (Eq. [3]). Figure 3b demonstrates a complete
reversal of this trend upon soaking of the film in an ethanolic
solution of EtSH (1 mm), a reducing agent. These oxidation
and reduction steps are shown to be reversible and repeatable
(Figure 3c), exhibiting near identical response upon consec-
utive treatments. In nanoparticle films treated with thiols,
oxidation can often lead to a lowering of effective mobility as
surface oxides can increase quantum confinement and edge-
edge hopping distances.[26] While it is unfeasible to deconvo-
lute changes in mobility and carrier concentration for these
heavily doped films, the changes in conductivity likely
represent a lower bound for the relative changes in doping

Figure 2. LSPR detection of vacancy filling in copper(I) sulfide nano-
rods by reduction with thiol (a) or electron injection with sodium
biphenyl (b). The addition of undecanethiol (a) or sodium biphenyl (b)
to a solution of copper(I) sulfide nanorods results in a progressive
red-shift of the LSPR mode and a reduction in its intensity. A
concomitant red-shift of the band-edge absorption onset is also seen.
These effects are a manifestation of the progressive filling of vacancies
in the nanorod lattice, owing to the reducing ability of the thiol or the
electron-injecting ability of sodium biphenyl. Features around 0.72 eV,
0.87 eV, and 1.0 eV are due to ligand/thiol vibrational absorption. The
sharp step at 1.5 eV is an instrumental artifact from a spectrophotom-
eter grating change. Copper-deficient copper(I) sulfide nanorods were
prepared by oxidation of fully stoichiometric Cu2S nanorods in air.
Reduction experiments were carried out in an air-free environment in
tetrachloroethylene or carbon tetrachloride, which are solvents with
low near-infrared absorbance. The concentration of undecanethiol or
sodium biphenyl added to achieve complete reversal was ca. 100 mm.
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level. If the redox processes do introduce changes in effective
mobility, they also must be reversible, as Figure 3c shows the
conductivity to be sequentially reversible on the same device.
Irreversible chemical changes likely do not play a large role in
these treatments, demonstrating the thermodynamic nature
of copper vacancy formation and reversal.

A doped semiconductor nanocrystal may potentially be
used to achieve plasmonic detection of a single molecule or
a single chemical event. This is possible by using a nanocrystal
of small-enough size. For example, in a 4 nm nanocrystal,
which has a volume of 34 nm3, the creation of a single copper
vacancy is equivalent to an increase (dN) of 3 � 1019 cm3 in the
carrier concentration. For a nominally copper-deficient nano-
crystal with a carrier concentration (N) of 1.5 � 1021 cm3, this is
equivalent to a 2% increase in carrier concentration. As the
LSPR wavelength is related to carrier concentration:[7]

lsp /
1
ffiffiffiffi

N
p ð10Þ

we have:

dlsp

lsp
/ � dN

2 N
ð11Þ

Thus, the formation of a single copper vacancy would result in
a blue-shift in the LSPR wavelength by 1%, which is about
15–20 nm in the 2 mm spectral region. Such shifts can be
measured without difficulty, allowing quantized events to be
detected on a nanocrystal. Whereas the acquisition of single-
particle LSPR scattering spectra in the near-infrared remains
a challenge, the approach is feasible, in principle.

In summary, our work demonstrates qualitatively the
ability to use semiconductor nanocrystals for plasmonic
probing of processes, such as redox reactions, electrochemical
charging or discharging, ligand binding, and impurity doping,
occurring in nanoscale volumes. In the past, such probing has
been carried out by means of electrical detection on nano-
structures.[28] But, optical probing through plasmon scattering
opens up the possibility of remote detection. Physical contact
with the nanostructure will not be required, rendering
detection non-perturbative. High throughput could be ach-
ieved by simultaneous addressing of several individual nano-
crystals. Detection of single-molecule events also seems
feasible by use of small nanocrystals. Given the promise,
there is a need to explore a wider range of chemical and redox
processes beyond the limited examples we have provided in
the current work.
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